
Supplementary Material to the article

�Study of the magnetic coupling between 3He and 141Pr nuclei in

PrF3 nanoparticles�
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Figure S1. Experimental X-ray di�raction pattern of the synthesized PrF3 nanopowder and simulated

X-ray di�raction pattern of PrF3.



Table S1. Coherent scattering region sizes.

(hkl) 2θ (deg.) FWHM (deg.) D (nm)

002 24.85 0.23 34.4

111 28.34 0.22 35.8

112 35.72 0.17 50.8

300 44.60 0.23 42.6

113 45.76 0.19 54.1

302 51.60 0.25 44.8

221 53.56 0.22 55.1

Figure S2. TEM images of PrF3 nanoparticles and their size distribution. The solid line represents a

lognormal �t.


